Hi-Fatigue® G Bone Cement
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All content herein is protected by copyright, trademarks and other intellectual property rights, as applicable, owned by or licensed to Zimmer Biomet
or its affiliates unless otherwise indicated, and must not be redistributed, duplicated or disclosed, in whole or in part, without the express written
consent of Zimmer Biomet.

This material is intended for health care professionals, Zimmer Biomet employees and the Zimmer Biomet sales force. Distribution to any other
recipient is prohibited.

Check for local product clearances and reference product specific instructions for use (package insert). Not all products are registered in all
jurisdictions.

This material is approved from LATAM Legal perspective subject to country specific legal, compliance and regulatory issues, if any.

For product information, including indications, contraindications, warnings, precautions, potential adverse effects, and patient counseling
information, see the package insert and www.zimmerbiomet.com.

Not for distribution in France.

Hi-Fatigue® is a registered trademark of aap Biomaterials GmbH.






